
Diamond particle
size[μm]

36+16 20 10 7 3 1+(3) 1 0.6 3～16

Diameter[mm]
Avg.Diamond

layer thicknesses[mm]
Total

thicknesses[mm]
 ・We also produce non-standard size products and cut products to order.Please feel free to contact us.

 ・Please note in the list below that the symbol "M" at the end of the product code refers to “mirror-finished”.

 Each article may be delivered as non-mirror-finished when requested.

Kind TDC-EM TDC-EⅡM TDC-HM TDC-SM

1.6 , 2.0 , 3.2

TDC-98F2M TDC-FM TDC-VM
TDC-WC
Series

60

0.5

TDC-GM




